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904-R-455 

AGGREGATES 
 
The Standard Specifications are revised as follows: 
 
SECTION 904, AFTER LINE 430, DELETE AND INSERT AS FOLLOWS: 
 904.01 Aggregates. Aggregates shall consist of natural or manufactured materials 
produced from but not limited to limestone, dolomite, gravels, sandstones, steel furnace slag 
(SF), air-cooled blast furnace slag (ACBF), granulated blast furnace slag (GBF), or wet bottom 
boiler slag, or other geologic rock types approved by the Engineer. 
 

 


